
JLaucks
Test~Laboratories, Inc.
940 South Harney St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063

Chemistry.M~y. and Technical Services

Inroice

CLIENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

May 24, 1988

M6052

For the analysis of LIQUID ----------------- ------------------- $40.00

Net 30 Days
The sale liability of these fa-boracories for these services. including claims lor negligence. strict liability in ton or warranty, shall
not exceed the amount of this invoice. Samples may be discarded after analysis unless otherwise requested.

Fed. Empl. 10 No. 91.0580763

AKC-0015571



ChemLe:;try. MicrobioIos;Iy. and Technical Services

CLIENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

FAX 767-5063

Certificate

LABORATORY NO. 9998

DATE: May 24, 1988

POI M6052

REPORT ON: LIQUID

SAMPLE
IDENTIFICATION: Submitted OS/23/88 and identified as shown below:

10# 3200 - M6052

TESTS PERFORMED
AND RESULTS:

Sample

Specific Gravity at 25°C

Total Acidity calculated as, % HN03
(methyl orange end point)

1.098

5.8

Respectfully submitted,

Laucks Testing Laboratories, Inc.

1Jm.~
f!M. Owens

JMO:emt

•

This report is submitted lor the exclusive ...... 01 the person, partnership, or corporation to whom it is addressed. Subsequent use 01 the name 01 thiS company or any
1 . member of its staff in connection with "'e advertising or sale 01 any product CI process will be ganted only on eonlract. This company accepts no responsibility except
~ '" lor the due pertormance 01 inspeCfion and/or analysis in good laith and ac:c:oftling to the rules 01 the trade and 01 science.

4Il

AKC-0015572



Laueks e
Test~Laboratories, Inc.
940 South Harney St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063

Chemistry.Microb~y. and Technical Services

CLIENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

Inroice

INVOICE NO. 9965

DATE: May 27, 1988

POI M6030

For the analysis of WASTE DISCHARGE: ------ ---------------------$44.00

Net 30 Days
The sole liability of these laboratories for these services. inclUding claims tor negligence, strict liability in tort or warranty, shall
not exceed the amount of this invoice. Samples may be discarded after analysis unless otherwise requested.

Fed. Empl. 10 No. 91·0580763

AKC-0015573



Laucks
Test~Laboratories, Inc.
940 South Harney St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063

hemistry. Mk:robiolOSJy and Technical Services

CLIENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

REPORT ON: LIQUID

SAMPLE
IDENTIFICATION: Submitted OS/23/88 and identified as shown below:

10# 3200 - M6052

TESTS PERFORMED
AND RESULTS:

Sample

Certificate

LABORATORY NO. 9998

DATE: May 24, 1988

POI M6052

Specific Gravity at 25°C

Total Acidity calculated as, % HN03
(methyl orange end point)

1.098

5.8

Respectfully submitted,

Laucks Testing Laboratories, Inc •

.~
~wens

JMO:emt

This report is submitted for the exclusive use of the person, partnership, or corporation to whom it is addressed. Subsequent use of the name of this company or any
member of its staff in connection with the advertising or sale of any product or process will be granted only on contract. This company accepts no responsibility except
for the due performance of inspection and/or analysis in good faith and according to the rules of the trade and of science.

AKC-0015574



laueD
Test~Laboratories, Inc.
940 South Harney St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063

GJ
L<;try. MicroI::>ioIc:>g and Technical Services

f\~ ENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

REPORT ON: MATERIAL

SAMPLE
IDENTIFICATION: Submitted 06/01/88 and identified as shown below:

ID# 3200 - M6095

TESTS PERFORMED
AND RESULTS:

Certificate

LABORATORY NO. 10157

DATE: June 3, 1988

POI M6095

Specific Gravity at 25°C

Total Acidity calculated as, % HN03
(methyl orange end point)

Sample

1.102

7.2

Respectfully submitted,

Laucks Testing Laboratories, Inc.1m. d2--.J
J. M. Owens

JMO:emt

This report is submitted lor the exclusive use of the persm. partnership. or corporation to whom " is addressed. Subsequent use 01 the name 01 this company or any
member 01 "s staff in connection with 1he _rtising or sale 01 any product a process will be granted only on conlraet. This company accepts no responsibility except
lor the due perlonnance of inspection and/or analysis in good fMh and accoRling to the rules of the trade and 01 science.

AKC-0015575



Chemistry. MicrobioI<:xJy. and Technical Services

CLIENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

FAX 767-5063

Imoice

I OICE NO. 10157

DATE: June 3, 1988

POI M6095

For the analysis of MATERIAL -------- -------------------------- $40.00

Net 30 Days
The sole liability of these laboratories for these services. including claims for negligence. strict liability in ton or warranty, shall
not exceed the amount of this invoice. Samples may be discarded after analysis unless otherwise requested.

Fed. Empl. 10 No. 91-0580763

AKC-0015576



~Laueks
Test~Laboratories, Inc.
940 South Harney St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063

Chemistry.Microb~y. and Technical Services

CLIENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

REPORT ON: MATERIAL

SAMPLE
IDENTIFICATION: Submitted 06/01/88 and identified as shown below:

10# 3200 - M6095

TESTS PERFORMED
AND RESULTS:

Certificate

LABORATORY NO. 10157

DATE: June 3, 1988

PO# M6095

Specific Gravity at 25°C

Total Acidity calculated as, % HN03
(methyl orange end point)

Sample

1.102

7.2

Respectfully submitted,

Laucks Testing Laboratories, Inc.

~we~
JMO:emt

This report is submitted for the exclusive use of the person. partnership, or corporation to whom it is addressed. Subsequent use of the name of this company or any
member of its staff in connection with the advertising or sale of any product or process will be granted only on contract. This company accepts no responsibility except
for the due performance of inspection and/or analysis in good faith and according to the rules of the trade and of science.

AKC-0015577



.,

'Laucks
T~Laboratories, Inc.
940 South Harney St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063

Inroice

Chemistry.MicrobioIoqy. and Technical Services

@)NT: Alaskan Copper Works
P.O. Box 3546
Seattle. WA 98124
ATTN: Jim Brown

O. 10158

10. 1988

For the analysis of WASTE DISCHARGE - 8 @ 44.00 -- ------------------ $352.00

Net 30 Days
The sole liability of these laboratories lor these services. including claims for negligence, strict liability in tort or warranty, shall
not exceed the amount of this invoice. Samples may be discarded after analysis unless otherwise requested.

Fed. Empl. 10 No. 91.0sa0763

AKC-0015578



Laucks
T~Laboratories, Inc.
940 South Harney St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063

ChemL"1ry. MicrobioIoqy. and Technical Services

CLI<~ laskan Copper Works
W/P.O. Box 3546

~ Seattle, WA 98124

~ REPORT ON:
TTN

: MA~::I::own

Certificate

LABORATORY NO. 10424

DATE: June 21, 1988

SAMPLE
IDENTIFICATION: Submitted 06/16/88 and identified as shown below:

10 # 3200 - M6237

TESTS PERFORMED
AND RESULTS:

Specific Gravity at 25°C ---------------

Total Acidity calculated as,
% HN03 (methyl orange end point) -------

1.122

7.1

Respectfully submitted,

Laucks Testing Laboratories, Inc.

il'/. m. CQ~
f/ J. M. Owens

JMO: 1aj

This report is submitted for the exclusive use of the person. partnership. or corporation to whom it is addressed. Sl.Ibsequent use of the name of this compeny or any
member of its staff in connection with the advertising or sale of any product or process will be granted only on con1raCt. This compeny accepts no responsibility except
for the due performance of inspection and/or analysis in good faith and 8CCOraing to the ~Ies of the trade and of science.

AKC-0015579



'Laucks
Test~ Laboratories, Inc.

940 South Harney St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063

Chemistry. Microbiolos;:y. and Technical Services

Certificate

Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

LABORATORY NO. 10424

DATE: June 21, 1988

REPORT ON: MATERIAL

SAMPLE
IDENTIFICATION: Submitted 06/16/88 and identified as shown below:

10 # 3200 - M6237

TESTS PERFORMED
AND RESULTS:

Specific Gravity at 25°C

Total Acidity calculated as,
% HN03 (methyl orange end point)

1.122

7.1

JMO: 1aj

Respectfully submitted,

Laucks Testing Laboratories, Inc.

&f!ow~

This report is submitted for the exclusive use of the person. partnership. or corporation to whom it is addressed. Subsequent use of the name of this company or any
member of its slaH in connection with the advertising or sale of any product or process will be granted only on contract. This company accepts no responsibility except
for the due performance of inspection and/or analysis in good faith and according to the rules of the trade and of science.

AKC-0015580



Laucks
Test~ Laboratories, Inc.
940 South Harney St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063

Chemistry.Microb~y and Technical Services

Inroice

CLIENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

INVOICE NO. 10424

DATE: June 21, 1988

For the analysis of MATERIAL: ---------------------- ----------$40.00

Net 30 Days
The sole liability of these laboratories for these services. including claims for negligence, strict liability in tort or warranty. shall
not exceed the amount of this invoice. Samples may be discarded after analysis unless otherwise requested.

Fed. Empl. 10 No. 91·0580763

AKC-0015581



• .•J

Laueks
Test~ Laboratories, Inc.
940 South Harney St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063

Chemistry. Microbi<.:>bJy. and Technical Services

Alaskan Copper Works
ATTN: Jim Brown
P.O. Box 3546
Seattle, WA 98124

Inroice

INVOICE NO. 10403

DATE: June 24, 1988

PO HM6218

For analysis of METRO DISCHARGE -------------------------$44.00

Net 30 Days
The sale liability of Ihase laboralories lor these serVices, including claims tor negligence. ::.IIlClli.111l11I" ,I' I 11 :il .. .-.tll,tlil. :..1t,ll1

not exceed lhe amounl 01 thiS invOice Si:1onlples Illay b~ d'Sl:LHllCd "til" ~111dly:)l:) ,1I11IJa~ 11Iht;f .... I:,,~ It;,!,,·, ,I,

AKC-0015582



Laueks
Test~Laboratories. Inc.
940 South Harney St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063

Chemistry. MicrobioIaJy. and Technical Services

~CLIENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124

ATTN: Jim Brown

REPORT ON: METRO DISCHARGE

SAMPLE
IDENTIFICATION: Submitted 6/15/88 and identified as shown:

1D# 3200 - M6218

parts per _miLl ion (mg/Ll

Certificate

LABORATORY NO. 10403

DATE: June 24, 1988

PO #M6218

Zinc
Chromium
Copper
Nickel

0.39
4.2
1.3
2.9

Respectfully submitted,

Laucks Testing Laboratories. Inc.
/1II 711 (Qv~~?

J. M. Owens

JMO:veg

•

• ':"'-:';S.: This report is submitted tor the exclusive use of the person. partnership, or corporalion to whom il is addre~sQd. SUb:hJ4Ut"" use of lhtl name 01 Ihi~ company or a~y
\\... member of Its staff in connecUon with the advertising or sale of any product or process will be granttid only on contract Thl!i company aCcdpts no 18sponsabllity 8l(Cept
~ for the due performance 01 inspection and/or analysis in good faith and aCCOrding to the (ulas 01 the tn:td& itnd 01 saeuctl...

AKC-0015583



Laucks
Test~Laboratories, Inc.
940 South Harney St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063

Chemistry.Microb~y. and Technical Services

~ENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

REPORT ON: MATERIAL

SAMPLE
IDENTIFICATION: Submitted 07/06/88 and identified as shown below:

ID# 3200 - M6400

Certificate

LABORATORY NO. 10749

DATE: July 14, 1988

POI M6400

TESTS.PERFORMED
AND RESULTS:

Specific Gravity at 25°C

Total Acidity calculated as, % HN03
(methyl orange end point)

Sample

1.120

5.2

Respectfully submitted,

Laucks Testing Laboratories, Inc.

t!!aw~
JMO:emt

This report is submitted for the exclusive use at the person. partnership, or corporation to whom it is addressed. Subsequent use of the name of this company or any
member of its staff in connection with the advertising or sale of any product or process will be granted only on conb'"act. This company accepts no responsibility except
for the due performance of Inspection and/or analysis in {POd faith and according to the rules of the trade and of science. ~"- .

AKC-0015584


